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Abstract: Thin films containing small-sized quantum 
dots (QDs) and nanoparticles have shown strong optical 
nonlinearities caused by the confinement effect. Here, 
we report the study of third-order optical nonlineari-
ties of silver sulfide (Ag2S) QD thin films using 800 and 
400  nm, 30  fs pulses. The absorption spectrometry and 
transmission electron microscopy are used to characterize 
the synthesized 80 and 500 nm Ag2S QD films. The giant 
enhancement of nonlinearities is observed up to three to 
six orders of magnitude larger compared to those for the 
bulk and liquid Ag2S samples. We also demonstrate the 
efficient high-order harmonic generation in the plasmas 
produced during ablation of the Ag2S QD thin films. The 
analysis of the dynamics of the QD-containing plasma 
spreading allowed optimization of the delay between the 
heating and the driving pulses for an enhancement of har-
monics conversion efficiency.

Keywords: Ag2S; high harmonics generation (HHG); 
 nonlinear absorption and refraction; quantum dot films.

1   Introduction
Recently, significant efforts were made in the syntheses of 
metal chalcogenide nanocrystals (NCs) due to their attractive 
size-tunable optical properties and possible applications in 
various technological fields including light-emitting diodes 
[1, 2], photovoltaic devices [3, 4], and fluorescent biological 
labels [5, 6]. Several other sulfide precursors were subse-
quently reported, but elemental sulfur is most widely used 
as a less air-sensitive precursor in the syntheses of metal 
sulfide NCs. Decreasing the size of such materials allows us 
to tune their physical properties and observe new phenom-
ena. The band gap (Eg) of quantum dots (QDs) increases by 
decreasing their size and the quantum confinement effect 
can strongly enhance the third-order optical nonlinearity. 
The QDs have interesting characteristics such as fluores-
cence photosensitivity and large optical nonlinearities: 
the electronic states of QDs are strongly influenced by the 
quantum confinement effect when the radius of QDs is 
smaller than approximately three times of the exciton Bohr 
radius [7]. The bulk semiconductor silver sulfide (Ag2S) has 
the direct band gap Eg = 1.0 eV at 300 K and Bohr radius of 
the bulk material is not found [8]. Taking this into account, 
the newly synthesized semiconductor nanoparticles (NPs) 
should be studied under different conditions to understand 
the nonlinear optical mechanisms and use their attractive 
properties for practical applications [9–11].

Quantum dots thin films of different materials have 
also attracted much attention due to their various prom-
ising applications of solar cells and thin-film transistors 
[12–17]. Analyses of linear and nonlinear optical features 
of the thin films comprising metal sulfide NCs is important 
for their possible use in various fields of optoelectronics 
and laser physics. The size of the particles in the QDs film 
is smaller than the normal polycrystalline films. To verify 
the generalized effective-medium theories for linear and 
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nonlinear optical properties of metal sulfide NP and QDs 
requires the knowledge of linear and nonlinear suscepti-
bilities of the constituent materials Ag2S. QDs are noncad-
mium and nonlead fluorescent nanomaterials developed 
in recent years, and Ag2S QDs are known for displaying 
large optical nonlinearities [18–20]. Ag2S QD thin films can 
have even higher nonlinearities.

The QDs can also be efficiently used as the sources of 
high harmonics generation (HHG). HHG in gases, plasmas, 
and solids was extensively studied due to its possible appli-
cations in the generation of attosecond laser pulses and 
formation of short-wavelength coherent sources [21–30]. 
Note that the size variation of the polyatomic systems like 
QDs can efficiently manipulate the HHG spectra. By using 
HHG in atomic and molecular system, theory and experi-
ment have come together to explore orbital tomography, 
molecular vibrational and dissociative dynamics, attosec-
ond hole dynamics and many other interesting effects. At 
short distances from the target (<1 mm), atomic species are 
mostly responsible for HG at early times (<500 ns), while 
clusters and nanoaggregates mostly contribute at longer 
times (>1 μs). With the different HG times, HG becomes 
a powerful and universal technique for ablation plasma 
diagnosis and a tool to determine the nonlinear optical 
susceptibility of ejected clusters or NP [31].

In this study, we report on the variation of optical 
nonlinearities of Ag2S QD thin films of different thickness. 
We also analyze the ablation of Ag2S QD films for efficient 
emission of high-order harmonics of femtosecond pulses. 
Particularly, we demonstrate HHG using the electronically 
driven delay between the heating and the driving lasers 
for generation of harmonics from Ag2S QD-contained 
plasmas in the range of 30–80 nm.

2   Experimental arrangements
In the typical process of synthesis 17 g AgNO3 was dis-
solved in 100  ml tri-n-octyl-phosphine (TOP) to obtain 
the 1  m Ag-TOP. Some 6.4  ml of oleic acid, 5.4 g of 
1-octadecylamine (ODA), and 12.8 ml of 1-octadecene were 
mixed in a 100 ml round-bottom flask under N2 flushing 
three times to remove the water and oxygen and heated 
up to 70°C. With the continuous N2 supply and stirring, 
72 mg of sulfur powder was added into the flask immedi-
ately and heated to the temperature of 190°C. Then 4 ml of 
Ag-TOP was quickly injected in the flask, and the reaction 
was allowed to proceed for 5 min at 160°C. Some 10 ml of 
N-butyl alcohol was injected to provide solidification from 
ODA. The synthesized QDs were isolated by precipitation 
with methyl alcohol and redispersed in methylbenzene. 

This process was repeated three times to ensure a clean 
product. The obtained QDs dispersed in hexane or toluene 
was rinsed by ultrasonic process to achieve better disper-
sion of QDs (Aladin, Shanghai, China). The Ag2S QD solu-
tion was then spin-coated on the glass slides to produce 
films of different thickness (80 and 500  nm). The thick-
ness of the samples was measured using atomic force 
microscopy (Bruker, Billerica, MA, USA).

In order to study the low-order nonlinear optical prop-
erties of these two films we employed the single-beam 
Z-scan technique [32]. Ti:sapphire laser (Spitfire Ace, Spec-
tra-Physics: 800 nm wavelength, 30 fs pulse duration, 1 kHz 
repetition rate) was used in these studies. The schematic 
diagram of the experimental setup is shown in Figure 1A. 
We also analyzed the nonlinear optical properties of films 
using the second harmonic of this radiation (λ = 400 nm).

Before the Z-scan measurements we analyzed the 
spatial characteristics of the probe beam using a CCD 
camera (Thorlabs, Shanghai, China) and confirmed that the 
beam profile in the focal area was close to Gaussian, which 
is a prerequisite for the analysis of Z-scan traces using the 
relations developed for this technique. The full width of 
focused femtosecond beams at 1/e2 level of intensity dis-
tribution was measured to be 72 μm. Before measuring the 
signal using a large area photodetector (Thorlab, Shanghai, 
China) with an aperture in front of it [closed-aperture (CA) 
scheme with 1 mm aperture allowing propagation of ~10% 
of output radiation and open-aperture (OA) scheme with 
fully opened aperture], we also used a detector to measure 
the incident pulse energy. The measurements of propagated 
radiation allowed determination of the nonlinear refractive 
indices (γ) and the nonlinear absorption coefficients (β) of 
our samples. The CA scheme allowed calculation of the sign 
and magnitude of γ and β of our films. The OA Z-scan was 
used for the measurements of β, which were compared with 
the measurements of this parameter using the CA scheme.

The transient absorption (TA) measurements were 
carried out using the noncollinear pump-probe technique 
at λ = 400  nm. The schematic of experimental setup is 
shown in Figure 1B. The femtosecond pulse (λ = 800 nm, 
t = 30 fs) was split at the ratio of 30:70 for the pump and 
probe pulses. The β-barium borate crystals were used to 
generate the 400  nm pump and probe radiation. These 
two pulses were focused on the Ag2S QD thin film using 
a 300  mm focal length lens. The energies and beam 
waists of the pump and the probe pulses at the focus were 
adjusted to be 10:1 and 1:2, respectively, to match the con-
dition required for observation of TA. In order to introduce 
the delay in arrival time of probe pulses with respect to 
pump pulses the former radiation was reflected by a pair 
of mirrors mounted on the motorized translational stage. 
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The arrival time of probe pulses with respect to pump 
pulses was controlled by moving the motorized transla-
tional stage connected to motion controller. The fast pho-
todiode and lock-in-amplifier were used to measure the 
transmittance of the probe pulses with respect to the posi-
tion of the motorized stage. Lock-in-amplifier was exter-
nally triggered by an optical chopper running at 300 Hz.

The Ti:sapphire femtosecond laser and Nd:YAG nano-
second laser were used in HHG studies (Spectra-Physics, 
Spitfire Ace, Santa Clara, CA, USA). The nanosecond 
Nd:YAG laser operating (LT100-A, Focus Medical LLC, 
USA) at 10  Hz pulse repetition rate is advantageous for 
plasma formation compared with the earlier used pico-
second pulses. The nanosecond pulses allow formation of 
less ionized and less excited plasma during longer period 
of laser-matter interaction compared with shorter pulses. 
Additionally, the delay between the heating and the driving 
pulses could be electronically adjusted in broad range (0–
106 ns), contrary to the earlier used optically driven delay.

The driving femtosecond pulses (800 nm, 30 fs, 1 kHz) 
propagated through the plasma produced on the Ag2S NP 
film at different delays from the beginning of target irradi-
ation by nanosecond heating pulses (1064 nm, 5 ns, 10 Hz; 
Q-smart, coherent). The variable delay between heating 
and driving pulses was established to generate harmonics 
in plasma at the used geometry of experiments, when the 

800 nm femtosecond pulses were focused onto the area of 
plasma orthogonally to ablating radiation, at a distance 
of ~200 μm above the target surface (Figure 1C). The har-
monics yield was maximized by adjusting the position of 
the target with regard to the optical axis of propagation of 
the driving femtosecond pulses and by varying the posi-
tion of focus for this radiation with regard to the plasma. 
The harmonics emission was directed to the extreme ultra-
violet (XUV) spectrometer containing a cylindrical mirror 
and a 1200 grooves/mm flat field grating with variable 
line spacing. The XUV spectrum was recorded by a micro-
channel plate with phosphor screen, and the harmonics 
were imaged by a CCD camera (Hamamatsu, Japan).

3   Results

3.1   Z-scans and TA measurements of Ag2S 
QD films

Figure 2A shows the absorption spectra of two QD films of 
different thickness (80 and 500 nm). The absorption band 
between 300 and 400 nm (>2.0 eV) can be ascribed to the 
band gap of the Ag2S QDs, which was blue-shifted compared 
with that of bulk Ag2S (0.9 ~ 1.1 eV) [33]. The absorption 
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Figure 1: Experimental setup.
(A) Experimental setup for the measurement of the low-order nonlinear optical characteristics of the films. (B) Transient absorption 
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spectra of Ag2S QDs thin films were in agreement with the 
tendency of the suspension, illustrating the QDs thin film 
we got. The linear increase with the absorption of different 
thickness suggests that amounts of Ag2S QDs were absorbed 
after being spin-coated with different speeds, resulting in 
a buildup of homogeneous films. The inset in Figure 2A 
shows the transmission electron microscopy (TEM) image 
of Ag2S QDs. The average size of QDs was ~4 nm (JEOL-JEM-
2100F, Japan). High-resolution TEM image of Ag2S QDs with 
well-developed lattice fringes shows good crystallinity of 
all the samples in Figure 2B. Atomic planes with d-spacing 
of 0.225  nm are indexed to the (122) facet of monoclinic 
α-Ag2S, suggesting the synthesis of Ag2S QDs. Energy-dis-
persive X-ray spectroscopy (EDS) (S-4800, Hitachi, Japan) 
was carried out to further characterize the composition of 
QDs. Ag and S elements were with an atomic ratio of 2.11:1 
in the synthesized QDs, which is similar to the bulk Ag2S 
(Figure 2C,D). So that the combined TEM and EDS results 
reveal that the thin film we manufactured was indeed Ag2S 
QDs thin film. Figure 3 shows the CA Z-scans of two Ag2S QD 
films using 30 fs pulses at λ = 800 nm. The pulse energy was 
0.36 μJ. The maximum fluence at the beam waist during 
these Z-scans was 7 × 10−3 J cm−2 and the peak intensity was 
I0 = 2 × 1011 W cm−2.

In the general case of joint contribution of nonlinear 
refraction and absorption the normalized transmittance of 
samples along z-axis, T(z), can be presented as follows [34]:
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where ΔΦ0 = kγI0Leff and Δψ0 = βI0Leff/2 are the phase vari-
ations due to nonlinear refraction and nonlinear absorp-
tion, respectively, x = z/z0, z0 = k(w0)2/2 is the Rayleigh 
length, k = 2π/λ is the wave number, w0 is the beam waist 
radius at the 1/e2 level of intensity distribution, I0 is the 
intensity in focal plane, Leff = [1–exp(–α0L)]/α0 is the effec-
tive length of the medium, α0 is the linear absorption coef-
ficient, and L is the thickness of sample.

By making the substitution ρ = β/2kγ one can get the 
relation between ΔΦ0 and Δψ0(Δψ0 = ρΔΦ0). In that case (1) 
can be re-written as follows:
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This formula was fitted with experimental CA data. 
The fitting of experimental curves allowed to extract 
phase changing due to the change of the refractive and 

Figure 2: (A) Absorption spectra of thin (80 nm) and thick (500 nm) Ag2S films. Inset: transmission electron microscopy (TEM) image of 
synthesized Ag2S quantum dots (QDs) with the 5 nm scale plate. (B) High-resolution TEM image of Ag2S QDs. (C) Energy-dispersive X-ray 
spectroscopy (EDS) of Ag2S QDs thin film. (D) EDS of Ag2S bulk target.
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absorptive properties of the transparent materials. The 
measurement of nonlinear refractive index and nonlinear 
absorption coefficients was based on the determination of 
phase change of probe pulses.

Thinner film had higher values of γ and β. The β 
values of the 80 and 500  nm films were measured to 
be −1 × 10−7 and −3.2 × 10−8 cm W−1. The negative non-
linear absorption was attributed to saturable absorp-
tion (SA). The nonlinear refractive index of thicker film 
(γ = 1 × 10−12 cm2 W−1) was 11 times smaller than that of the 
thin film (γ = 1.1 × 10−11 cm2 W−1). Notice that the Z-scan 
measurements of the dissolved in the hexane Ag2S QDs 
showed that the nonlinear absorption coefficient of this 
suspension at λ = 800  nm was 8.8 × 10−12 cm W−1, and 
the nonlinear refractive index was 3 × 10−16 cm2 W−1 [35] 
that was correspondingly 104 and 105 times smaller than 
the same parameters of 80  nm film. Many reasons can 
account for the improved nonlinear absorption in the 

Ag2S QDs thin films such as improved electronic passiva-
tion of the QDs surface, the smaller Ag2S QDs size, contri-
bution from Ag2S two-photon absorption.

In the case of 400  nm, 30 fs probe pulses the non-
linear refraction was larger than in the case of 800  nm 
pulses. The CA Z-scan of 80 nm film showed the positive 
nonlinear refraction and positive nonlinear absorption, 
when the valley was deeper than the peak (Figure 4A). The 
nonlinear refraction index of this thin film was calculated 
to be γ = 3.3 × 10−10 cm2 W−1, while in the case of thicker film 
(500 nm) it was 25 times smaller (γ = 1.3 × 10−11 cm2 W−1).

For the OA Z-scans the normalized transmittance is 
given by [32]
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This formula can be presented in a simplified form
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In the case of SA, the nonlinear absorption coefficient 
and absorption coefficient are determined by the relations
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Here Isat is the saturation intensity for the SA, which 
is related with the concentration of the active centers in 
the medium, the effective cross-sections of involved tran-
sitions and the lifetimes of excited states. In the case of 
low intensity, the SA at λ = 800 nm dominated over other 
nonlinear optical processes in the used samples.

The fitting of the experimental data allows to extract 
a phase shift of the probe laser pulses. If the phase shift is 
positive (i.e. self-focusing occurs), then the peak will trail 
the valley. If the phase shift is negative, then the valley 
will trail the peak (i.e. self-defocusing). The magnitude 
of the phase shift can be determined from the change in 
normalized transmittance between peak and valley, ΔTpv, 
using the relation

 

pv
0 0.27 .

0.406 (1 )
T

S
∆Φ

∆
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Here S is the fraction of beam transmitted through the 
aperture. The nonlinear index, n2, can then be determined 
from phase change.

Contrary to the 800 nm probe pulses, the use of 400 nm 
radiation led to variation of nonlinear absorption from SA 
to reverse saturable absorption (RSA). The CA measure-
ments revealed the high value of nonlinear absorption 
coefficient in the case of 80 nm film (β = 4 × 10−5 cm W−1). 
Almost similar value was obtained during OA Z-scan of 
this film (β = 3 × 10−5 cm W−1, Figure 4B). Note that simul-
taneously with this process we observed the growth of 
normalized transmittance at the highest intensities that 
can be attributed to the higher-order SA effect (see the 
variation of normalized absorption in the vicinity of z = 0, 
Figure 4B). The nonlinear absorption in thicker (500 nm) 

film (β = 1.2 × 10−6 cm W−1, in the case of OA Z-scan, and 
β = 1.6 × 10−6 cm W−1, in the case of CA Z-scan) was 25 times 
smaller compared with the β of thin film. The two posi-
tive γ values reveal that the Ag2S QDs films show a self-
focusing behavior at both 400 and 800 nm wavelengths. 
The β values are positive (at 400  nm) and negative (at 
800  nm), indicating that the Ag2S QDs thin film behave 
as strong excited-state absorbers and optical bleachers, 
respectively, at the corresponding wavelengths. The meas-
ured relaxation time of Ag2S QDs thin films at 400 nm was 
short enough for them to be applied for optical switching 
devices.

In order to understand the observed difference in the 
Z-scan profile for Ag2S QD thin film with different thickness, 
optical density of these films can provide the valuable rea-
soning. As reported in the literature, Ag2S QD exhibit weak 
surface plasmon resonance at 440 nm. Moreover the exci-
tation at 400  nm using moderate intensity of femtosec-
ond laser pulses in our experiment suggest the nonlinear 
absorption originating from multiple excitons generation 
in single QD through nonradiative auger recombination 
process. However, the ground state bleaching (GSB) for 
the Ag2S is already reported at 3.2 Eg for the Ag2S QD by 
the Sun et al. [36], where Eg is the band gap energy. The 
GSB process leads to the increase in the transmittance as 
the intensity of laser pulse increases which occurs in the 
vicinity of the focal region. For thinner film of 80 nm, the 
threshold for the GSB happened to be smaller due to the 
density of the Ag2S QD in the vicinity of the irradiated area 
whereas for thicker film of 500 nm, this threshold is much 
higher due to the number density of the Ag2S QD. There are 
few reports on the Ag2S nanocrystal (NC) in suspensions 
suggesting the two-photon absorption process at reason-
ably high fluence of incidence photons. The obtained β in 
Ag2S QD was found to be much larger as compared to the 
Ag2S NC at 532 nm (β = 5.5 × 10−8 cm W−1, [37]).

There are various reports on the TA phenomenon 
in the Ag2S QDs and NCs measured in the near-infrared 
region [36, 38], which was attributed to the Auger recom-
bination process. Meantime, the decay time constant for 
Ag2S QDs was reported neither at 800 nm nor at 400 nm 
wavelength regions. We measured the TA in the 80 and 
500 nm thin films containing the Ag2S QDs deposited on 
the glass substrates using the 400 nm, 30 fs pulses. The 
energy of the pump pulse was used to be 30 nJ to excite the 
films. Prior to the measurements of the TA of films, similar 
measurements of the glass substrate were performed, to 
separate its contribution from the TA data obtained in the 
case of Ag2S QD thin films, which showed the absence of 
the change in transmittance with time delay in the case of 
substrates.
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Figure 5A shows the temporal evolution of transmit-
tance in the case of the 80 nm Ag2S QD thin film. The TA 
profile demonstrated the transient bleaching due to SA 
as compared to the reverse process in the 500  nm thick 
Ag2S QD film (Figure 5B). In the case of 500 nm Ag2S QD 
film, transient transmittance decreases with delay time, 
which is due to RSA during the temporal overlap of pump 
and probe pulses. In order to confirm the RSA at 400 nm 
wavelength, we analyzed the OA Z-scans of these two 
films (Figure 4B), which depicted the positive nonlinear 
absorption at employed pulse energy and at the area out 
from the maximal intensity region (i.e. out from the focal 
area). However, as already mentioned, in the vicinity of 
focal area, the transmittance of laser pulses increased for 
80  nm Ag2S QD thin film, which is probably due to the 
dominance of SA phenomenon over RSA, contrary to the 
case of the 500 nm film showing the RSA at these condi-
tions. Thus our TA measurements (Figure 5) were found to 
be consistent with the OA Z-scan studies of two films. The 
decay time constants were determined to be 150 and 245 fs 
in the case of 80 and 500 nm films respectively. The dif-
ference of the decay times for these two films was attrib-
uted to different life times of excited states and absorption 
probabilities in the case of thin and thick Ag2S QD films.

3.2   HHG in the plasmas produced on the 
Ag2S QD films

A search for new applications of QDs is an important task 
for the optical community. One of the ideas is to find the 
optimal conditions in application of such QDs as effec-
tive emitters of the high-order harmonics of femtosecond 

pulses for the development of the efficient sources of 
coherent XUV radiation. To study the high-order nonlin-
ear optical properties through HHG the Ag2S QD suspen-
sion was dried on the quartz substrates and placed in the 
vacuum chamber for creation of the plasma plume by 
laser ablation of this film. We analyzed the influence of 
the delay between the heating and the driving pulses and 
application of different energies of heating pulses on the 
harmonics yield.

Figure 6 shows the spectra of the high-order harmon-
ics in the spectral range of 30–80  nm generated from 
the ablated QD thin film. The optimal delay between the 
heating and the driving pulses was found to be 400–500 
ns. This figure also shows the plasma emission spectrum 
of ablated Ag2S QD film. Note that the conditions of abla-
tion at relatively high pulse energy of the heating radia-
tion (Ens = 9  mJ), when the plasma emission shown in 
Figure 6C dominates in the XUV spectra, are unsuitable 
for efficient HHG due to the presence of a large amount of 
free electrons, which prevent the maintenance of optimal 
phase relation between the generated harmonics.

Lesser excitation of the QD-containing films (by 3 and 
5  mJ pulses) allowed formation of the plasmas suitable 
for HG (Figure 6A,B). Odd harmonics of 800  nm radia-
tion up to the 23rd order (H23) were achieved using the 
Ag2S QD plasmas. The appearance of strong harmonics 
emission did not coincide with the plasma emission from 
highly charged particles in the studied spectral range 
(30–80 nm) that confirmed that these experiments were 
carried out in a soft regime of ablation of QD-containing 
targets. The driving pulse [I ≈ (2–5) × 1014 W cm−2] did not 
cause the appearance of strong ionic emission from higher 
charged molecules and QDs as well.
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Figure 5: Temporal evolution of probe pulse transmittance through the Ag2S films in the case of 400 nm, 30 fs pulses. (A) 80 nm thick film 
and (B) 500 nm thick film.
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The estimate of HHG conversion efficiency was carried 
out using the comparison with known results from other 
plasmas (silver and carbon [39, 40]). In the case of silver 
plasma at similar conditions of experiments, we observed 
the almost three times smaller conversion efficiency with 
regard to Ag2S QD plasma. By knowing the conversion effi-
ciency from previous measurements of harmonic genera-
tion in the plasmas produced on the surface of bulk Ag at 
similar experimental conditions (8 × 10−6 [39]) we deduced 
that HHG conversion efficiency in Ag2S QD plasmas was 
~2 × 10−5.

The application of two electronically separated pulses 
from different lasers synchronized by a digital delay 
generator allows to analyze the involvement of various 
ablated species in the HHG process. Application of this 
approach for HHG in multi-particle plasmas, alongside 
with other methods of harmonic enhancement, requires 
the analysis of the ablated species, to temporally match 

them with the propagation of driving femtosecond pulses 
through the plasma.

The highest harmonics yield was observed in the 
plasmas of ablated Ag2S QD thin film (atomic weight 
247.8 amu) after 400–500 ns delay from the beginning 
of ablation. Note that the use of carbon plasma (atomic 
weight 12 amu) allowed maximal harmonic intensity after 
a significantly smaller delay (about 30–50 ns between 
the heating and the driving pulses using similar pulse 
energies). Further increase of the delay led to a gradual 
decrease of the HHG efficiency from Ag2S QDs plasmas (see 
variations of 13th and 17th harmonic yields at different 
delays, Figure 7). The harmonics almost disappeared once 
the delay exceeded 2 μs. No harmonics were observed after 
the maximum delays explored in these studies (25 μs).

Experiments using ablated Ag2S bulk target led to 
similar dependence of the harmonics yield on the delay 
between the heating and the driving pulses. These studies 
showed that, independently on whether molecules or QDs 
spread out from the target surface of the same material, 
they appear in the area of femtosecond beam propagation 
at approximately the same time. The harmonics cut-off 
was higher for the ablated bulk Ag2S (H33) with regard to 
the QD species. Plasma from the ablated Ag2S QD thin film 
allowed generation of up to H19 at similar experimental 
conditions of ablation (Figure 8). In the meantime, the 
conversion efficiency for the lowest orders in that case was 
three to four times larger compared with the ablation of 
bulk Ag2S. For the QDs thin films have a higher intensity 
of the harmonic generation within 500 ns than the same 
bulk material. The HHG during ablation of QDs-containing 
targets has revealed the advantages of using such species 
for frequency conversion in the XUV range. Due to the 
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larger cross-section of recombination, possibility of recom-
bination of accelerated electron with parent multi-atomic 
particles through either recombination with the same atom 
or the neighbor atom and the multi-atomic particle as a 
whole were considered as the most probable reasons in 
the growth of HHG yield from such plasmas. However, the 
conditions of experiments, particularly the delay between 
heating and driving pulses, were not optimized.

The developed method for the analysis of multi-
particle plasma formation using two laser sources for 
HHG using laser ablation can be considered a promising 
approach for materials science. Its application will expand 
the possibilities of optimizing HHG in laser-produced 
plasma plumes, allow to implement new approaches for 
the study of large molecules and clusters undergoing abla-
tion, and significantly increase the range of the objects of 
study compared with HHG in gases.

4   Conclusions
In this paper, the results of nonlinear optical studies of 
Ag2S QD thin films are presented. Using the OA and CA 
Z-scan technique and theoretical fitting, we calculated 
the nonlinear absorption coefficient to be 4 × 10−5 cm W−1 
for the 80  nm thick film in the case of 400  nm probe 
pulses. The nonlinear absorption coefficients and nonlin-
ear refractive indices of 80 and 500 nm thick films were 
significantly larger than for the Ag2S QDs suspension. In 
the case of TA measurements the two distinct character-
istic time constants of 150 and 245 fs were obtained for 
the films of different thickness. We also investigated the 
high harmonics emission from the ablation of 80 nm films 

using two laser sources. The conversion efficiency in the 
plasmas produced by ablation of the Ag2S QD thin film 
(2 × 10−5) was several times higher compared to the case of 
bulk Ag2S ablation. Our approach establishes a novel and 
efficient way of generating high-order harmonic yield.
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