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Abstract
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Yuan Zhang, Huan Wang, Daowei Li, Hongchen Sun

Pathological mineralization (PTM) often occurs under in�ammation and a�ects the
prognosis of diseases, such as atherosclerosis and cancers. However, how the PTM impacts
in�ammation has not been well explored. Herein, poly lactic-co-glycolic acid
(PLGA)/gelatin/hydroxyapatite (HA) electrospun nano�bers are rationally designed as an
ideal PTM microenvironment biomimetic system for unraveling the role of PTM on
in�ammation. The results demonstrate that the in�ammatory response decreases
continuously during the process of mineralization. When mature macromineralization
forms, the in�ammation almost completely disappears. Mechanistically, the PTM formation
is mediated by matrix proteins, local high calcium, and cell debris (nuclei), or actively
regulated by the lysosomal/plasma membrane components secreted by macrophages.
These in�ammatory inducible factors (calcium, cell debris, etc.) can be “buried” through
PTM process, resulting in reduced immune responses. Overall, the present study
demonstrates that PTM is an innate mechanism of in�ammation subsidence, providing
valuable insight into understanding the action of mineralization on in�ammation.

1 Introduction
Pathological mineralization (PTM) is characterized by calcium phosphate salts deposition and
almost all connective tissues can su�er from mineralization. PTM often occurs in cancer
(thyroid carcinoma, breast cancer, and meningioma),  cardiovascular diseases,
osteoarthritis (OA),  and aging conditions.  It is noteworthy that PTM often occurs under
in�ammation and a�ects the prognosis of various diseases. For instance, breast cancers with
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mineralization formation exhibit a worse prognosis than the conditions without mineralization.
 In joints, PTM is often occurred during OA, leading to the formation of osteophytes, which is

regarded as the major cause of joint movement limitation and pain.  In arteries,
mineralization increases atherosclerotic plaque burden, which is associated with a higher risk
of myocardial infarction. Medial arterial mineralization can facilitate cardiovascular events in
diabetic patients and is a strong independent pathogenic element in these patients. In the
heart, valves are also particularly susceptible to mineralization. Degenerative calci�c aortic
stenosis is the most common clinical cardiological disease and is particularly di�cult to
manage.  Thus, mineralization-associated diseases are worldwide problems that endanger
human health.

Generally, the sustained in�ammatory response seems to be a key factor during the
pathological mineralization in soft tissues. In�ammation has long been associated with the
development of cancer.  Cancer mineralization in the breast can occur in necrotic debris, with
in�ammation being plausible mediator.  In the vasculature, the chronic in�ammatory focus
has been demonstrated to be sites of atherosclerotic mineralization in human and animal
model, suggesting that the atherosclerotic mineralization arises from chronic in�ammation.

 Moreover, the activation of the synovial lining macrophage (synovitis) is frequently
recognized in OA joints.  The formation of osteophytes at the junction of synovium and
periosteum is a general feature.  In modern armed con�ict, ectopic mineralization is also a
common complication of the high-energy extremity trauma. Serum and e�uent analysis from
combat wounds suggests that the pro�les of dysregulated in�ammatory signaling may drive
ectopic mineralization formation.

Ectopic mineralization is a dynamic process that is regulated and controlled by multiple factors,
mainly including calcium and phosphate, proteins, lipid, and local in�ltrated cells etc.
However, the speci�c function of each of these factors are not well understood. Among them,
monocyte and macrophage are involved in almost all the stages of the mineralization process.

 Targeting tumor necrosis factor through monoclonal antibody in�iximab blocks
mineralization in LDLR de�cient mice.  In addition, the exosome-like extracellular vesicles
secreted by macrophages can also promote mineralization in patients.  Nevertheless, during
the progression of mineralization, the role of PTM is not well de�ned. It is unclear whether PTM
acts as an initiator or an inhibitor of in�ammation.  Besides, there is still a lack of good in
vivo model to investigate the action of mineralization on in�ammation in healthy individuals
without the interference of major diseases, such as genetic disorders, important organ
disorders, and immune function defects etc.

In the present study, an extracellular matrix (ECM)-like PLGA/gelatin/hydroxyapatite
electrospun nano�bers were rationally designed as an ideal PTM microenvironment biomimetic
system for unraveling the role of PTM on in�ammatory responses in vivo. In this system, PLGA,
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gelatin, and hydroxyapatite were used to simulate the PTM microenvironment with high
content of lipid, matrix proteins, and calcium ions. As an aliphatic polyester, PLGA could mimic
lipids, induce local in�ammation and promote the formation of scattered spotty mineralization
but would prevent calcium ion penetration. Gelatin could mimic matrix proteins, promote
calcium ion permeation, nucleation, and crystal maturation, forming a more stable
mineralization. Our results indicated that the in�ammatory response decreases continuously
during the process of mineralization. When mature macro-mineralization forms, the
in�ammation almost completely disappears (Figure 1a). Mechanistically, the PTM formation is
passively mediated by matrix proteins, local high calcium, and cell debris (nuclei), or actively
regulated by the lysosome/plasma membrane components secreted by macrophages. These
in�ammatory inducible factors (calcium ions, cell debris, membrane components) can be
“buried” during the PTM process, leading to subsided immune responses. This study will not
only provide valuable insight into the understanding of mineralization but also facilitate the
development of novel therapeutics for mineralization-associated diseases via reasonably
regulating the degree of local mineralization.

https://onlinelibrary.wiley.com/cms/asset/13790970-622a-4084-9e07-d37c20e49e31/adhm202101586-fig-0001-m.jpg
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Figure 1

Open in �gure viewer PowerPoint

a) Schematic illustration of the pathological mineralization-mediated in�ammation subsidence in vivo. b) Typical SEM

images of the PLGA (P), PLGA/Hydroxyapatite (PH), PLGA/Gelatin (PG), and PLGA/Gelatin/Hydroxyapatite (PGH) nano�brous

sca�olds. c) The diameter distributions of the nano�bers. Contact angle analysis of various sca�olds e) with or d) without

the preimmersion in water.

2 Results and Discussion
2.1 Characterization of Nano�brous Sca�olds
The PLGA (P), PLGA/gelatin (PG), PLGA/hydroxyapatite (PH), and PLGA/gelatin/hydroxyapatite
(PGH) nano�brous sca�olds were prepared via electrospinning, and their morphologies were
characterized by SEM. As shown in Figure 1, all the sca�olds presented randomly oriented
morphology. The HA nanoparticles were well dispersed on the surface of the PH and PGH
nano�bers. Compared with the group of P and PG, decreased �ber diameters were found in
the group of PH and PGH when HA was added. Moreover, coarse-diameter �bers and �ne-
diameter �bers appeared simultaneously in PG and PGH groups which contained gelatin. The
results indicated a signi�cant e�ect of phase separation on the structure of electrospun
nano�bers.

The contact angle can re�ect the wettability of the material surface. As shown in Figure 1d,e
and Table S2 (Supporting Information), there was a negligible di�erence among the contact
angles of various groups when liquid was dropped on the surface of the sca�olds at the
beginning. Although gelatin and hydroxyapatite were considered as hydrophilic components,
the hydrophilic/hydrophobic nature of the nano�brous sca�old was also dependent on their
surface structure.  Our results showed that the porous �brous surface could hold droplets at
the beginning (Figure 1d). However, if the sca�olds were pre-immersed in water, the contact
angle of gelatin-contained sca�olds could not be detected, indicating that the gelatin-contained
sca�olds showed excellent hydrophilicity and water penetration under such condition
(Figure 1e). Besides, the water uptake ratio of the sca�old could re�ect its permeability and
hydrophilicity. The water uptake ratios of gelatin contained nano�brous sca�olds (PG and PGH)
were signi�cantly higher than those in the groups of P and PH. The swelling ratios of PG and
PGH composite sca�olds were determined to be 301 ± 11.3% and 302 ± 20.4% respectively. The
excellent water uptake ability implied that the �uid could permeate well in and out of the
gelatin-contained sca�olds in vivo (Table S3, Supporting Information).

2.2 Histological Analysis of PTM In Vivo
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Representative H&E sections of the tissues implanted with various nano�bers were shown in
Figure 2a. The results showed that there was obvious mineralization in PH and PGH groups at
the junction of sca�olds and tissue, building a “mineral wall” to separate the inner part of
sca�olds with surrounding tissues. Besides, it could be found that the basophilia stain of HA
was much stronger at the interface of sca�olds and tissues compared with that at the inner
part of sca�olds, indicating that the body �uid and cells signi�cantly contributed to the
mineralization around the sca�olds. In contrast, no mineralization could be identi�ed in the
groups of P and PG according to the H&E sections. These results indicated that the excessive
calcium accumulation and nucleation are critical for PTM. Notably, the nano-HA could act as
nucleation sites for further mineralization. Thus, the inhibition of calcium deposition and
nucleation would be e�ective for preventing mineralization in mineralized sites.

Figure 2

Open in �gure viewer PowerPoint

Nano�brous sca�olds-mediated mineralization in vivo. a) Typical hematoxylin-eosin staining images, b) Von Kossa staining

images, and c) polarizing microscope images of tissue sections in various groups. Black arrows indicate positive staining of
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mineralization. White arrows indicate crystallized mature mineralization with light transmittance property. Abbreviations: S,

sca�old remnants; P, PLGA; PH, PLGA/Hydroxyapatite; PG, PLGA/Gelatin; and PGH, PLGA/Gelatin/Hydroxyapatite.

Furthermore, we could �nd that the morphology of mineralization in PGH group was plate-like
which was similar to the macromineralization in atherosclerosis patients (Figure 2a).
However, the group of PH exhibited granular mineralization which was similar to the
micromineralization in atherosclerosis patients. The plate-like macro mineralization indicated
high level of crystallization, while granular morphology indicated a low level of crystallization.
These results demonstrated that gelatin could promote the maturity of crystals and form
macromineralization, which could be attributed to the good hydrophilicity of gelatin that
promoted the penetration and accumulation of calcium ions (Figure 1 and Tables S2 and S3,
Supporting Information).  Besides, gelatin could serve as the template and framework to
guide the mineral deposition and promote the integrity of mineralization. On the other side,
the hydrophobic PLGA would prevent calcium ions permeation and integrity of mineralization,
leading to the micro-mineralization in PH group. The hydrophobic property and biological
e�ects of PLGA were similar to the fatty deposits in the arterial wall, which triggered local and
systemic in�ammation.  In the clinic, atherosclerosis with micromineralization often has high
risk of plaque rupture.  Hence, the reduced lipid deposition and the elevated matrix proteins
accumulation may promote the formation of mineralization. We postulate that this rule could
be utilized to guide the treatment of pathological mineralization-related diseases, such as
cardiovascular diseases and OA.

Compared with HA-free groups, the HA contained groups showed signi�cantly more
mineralization as indicated by Von Kossa staining images. Moreover, the mineralization depth
was deeper in PGH group compared with that in PH group, indicating that gelatin increased the
penetration of calcium and phosphate ions into the sca�olds (Figure 2b). Interestingly, we could
�nd that the positive staining blots in PGH and PG groups exhibited needle shape, further
indicating that gelatin could serve as the collagen-like template for HA crystal deposition and
growth (Figure 2b).  Besides, the intensity of stained mineralization in PH group was much
higher than that in PGH group, which would be discussed later. In addition, there were some
positive staining blots in PG group co-localize with nuclei, demonstrating that the nucleation
and mineralization form in situ on the nucleus (Figure 2b, PG group, black arrows).

Polarized light photographs of histological sections on 28 d after implantation (Figure 2c)
indicated that the mineralization layer was formed in both PH and PGH groups. We observed a
regular band of brightness in direct contact with the surrounding tissues, corresponding to the
mineralization area. These results demonstrated that the deposited mineral in PH and PGH
groups both had crystalline characteristics.
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2.3 Confocal Raman Spectroscopy Analysis of PTM In Vivo
As shown in Figure 3b, focusing images of the tissue sections indicated that the mineralized
crystals were plate- or rod-like in PGH group, while were spherical shape in PH group. Then, the
mineralization states in the tissue sections were investigated by using confocal Raman
spectroscopy (Figure 3b). For apatite tissues or synthetic apatite, the Raman-shifted frequency
of the (PO )  (ν ) line was often a�ected by surrounding minerals. The highly crystalline
hydroxyapatite (HA) produces a Raman-shifted frequency in the range of 962 to 964 cm .
While in the substituted B-type carbonate apatite, the ν  Raman-shifted frequency is in the
region of 955 to 959 cm . A Raman-shifted frequency in the region of 945 to 950 cm  is
indicative of a disordered phosphate lattice of apatite.  Hence, the phosphate ν  band is a
superposition of all three bands and commonly an asymmetric shape due to the in�uence of
vibrations of the HA and the disordered phosphate. Our results showed that a strong Raman
peaks at 961 cm , corresponding to (PO )  (ν ), were observed in PG, PH, and PGH group. The
results demonstrated that all these sca�olds induced highly crystalline HA formation in vivo.
Moreover, the relative intensity of (PO )  (ν ) was much higher in PGH group compared with
other groups. The phosphate ν  band is asymmetric shape due to the incorporation of a Raman
peak at 945 cm  [disordered phosphate lattice of apatite] in PG, PH, and PGH group
(Figure 3c). The relative intensity ratio of the (PO )  (ν ) peaks at 961 cm  to 945 cm  was the
highest in PGH group (I  /I  = 2.12) compared to other groups, which meant more highly
crystalline HA was formed (Figure 3c). However, the intensity of peaks of B-type carbonate at
1071 cm  was similar among the four groups. These results demonstrated that the increase of
crystallization in PGH group was independent of B-type carbonate substitution. It is well known
that B-type carbonate substituted HA is commonly occurred in human bone mineral and plays
a signi�cant role in bone metabolism.  This could be attributed to the fact that the initial
deposition of HA mineral is formed at the inner portion of the matrix vesicles (MV) membrane
of osteoblasts. Besides, carbonic anhydrase (CA), as a powerful catalyst for the reversible
hydration of carbon dioxide, is also abundantly expressed in matrix vesicles.  Thus, B-type
carbonate substituted HA formation in bone is actively mediated by osteoblasts. Our results
demonstrated that highly crystalline HA was tend to be formed during the mineralization
process in our model, which was essentially di�erent from bone mineralization on account of
di�erent forming mechanisms. The highly crystalline HA should be originated from the local
high concentration of calcium ions and phosphate as well as the lack of necessary components
for the formation of B-type carbonate substituted HA. Although studies had reported that
several di�erent types of cells, such as myocytes, have the tendency to di�erentiate into
osteoblasts, it may just be an adaptive response.  Moreover, the relative intensity of (PO )
(ν ) was much higher in PGH group compared with other groups, indicating that more stable
mature hydroxyapatite crystals (macro-mineralization) were formed in PGH group. Compared
with immature hydroxyapatite crystals, mature hydroxyapatite crystals with larger sizes
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showed smaller speci�c surface area and thus fewer calcium exposure sites. Therefore, the
intensity of stained mineralization in PH group was higher than that in PGH group in the von
Kossa staining images (Figure 2b).

Figure 3

Open in �gure viewer PowerPoint
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Confocal Raman spectroscopy analysis. a) Schematic illustration of the confocal Raman spectroscopy analysis of tissue

sections. b) Focusing images of tissue sections in various groups under upright microscope. c) Raman spectra of tissue

sections at 28 days post-implantation of various treatments . Abbreviations: S, sca�old remnants; P, PLGA; PH,

PLGA/Hydroxyapatite; PG, PLGA/Gelatin; and PGH, PLGA/Gelatin/Hydroxyapatite. PO  in highly crystalline HA, 962–964

cm ; PO  in B-type carbonate apatite, 955–959 cm ; PO  in disordered phosphate lattice of apatite, 955–959

cm ; B-type carbonate, 1071 cm ; CCOO in lactic acid, 872 cm ; anti-symmetric of CH , 1450 cm ; the ester bonds

in PLGA, 1762 cm ; Amide I (1670 cm ) and Amide III (1271 cm ) in Gelatin.

For PLGA or gelatin, the characteristic Raman shifted frequencies were shown in Figure 3c. All
the spectrums contained Raman peaks at 872 (ν  ), 1450 (δ ) and 1762 (ν ═ ) cm
which were assigned to the stretching of CCOO, antisymmetric of CH , and stretching of C═O
in PLGA respectively.  The Raman-shifted frequency at 1762 cm  is ester bonds in PLGA. The
lower intensity at 1762 cm  (I ) in PG and PGH group compared with that in P and PH group
demonstrated faster degradation rate of PLGA in these two groups. The results demonstrated
that the incorporation of gelatin could promote the degradation of PLGA. This could be
attributed to the fact that gelatin could increase the permeability of sca�olds for extracellular
�uid and macrophages, facilitating the process of hydrolysis of the ester linkages and/or
enzymatic degradation.   I  also decreased when HA were incorporated into PLGA.
Compared with P and PG sca�olds, decreased �ber diameters were found in the group of PH
and PGH when HA was added. Thus, the slightly increased degradation rate of PH sca�olds
could be attributed to their larger speci�c surface area. Notably, the I  decreased
signi�cantly when HA and Gelatin were simultaneously incorporated into PLGA, demonstrating
that HA and gelatin could synergistically promote the degradation of PLGA in vivo. Besides,
lactic acid was the degradation product of PLGA. The increased permeability and speci�c
surface area could lead to faster degradation of PGH sca�olds, generating more degraded
products including lactic acid. The di�usion of the lactic acid was also enhanced in PG and PGH
groups because of the higher permeability. Hence, the change of intensity at 872 cm  (CCOO
in lactic acid component) further recon�rmed the degradation characteristic of PLGA in various
sca�olds. As a result, the degradation products of PGH sca�olds were mainly lactic acid and
glycolic acid for PLGA, calcium ions and phosphate for HA, respectively. The lactic acid and
glycolic acid could induce local in�ammation microenvironment for PTM formation. And
calcium ions and phosphate released from HA could provide a local high concentration for
PTM. Additionally, the intensity at 1271 and 1670 cm  corresponded to the Amide III and
Amide I regions of gelatin increased signi�cantly in PG and PGH group due to the incorporation
of gelatin.  Gelatin could mimic extracellular matrix proteins, providing nucleation sites for
PTM formation.

2.4 Mineralization Reduced Immune Responses In Vivo
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Histological images of H&E staining showed that all the groups induced di�erent degrees of
in�ammation due to the acidic degradation product of PLGA (Figure 4a). Plenty of
macrophages were gathered around the sca�olds in P and PG groups. In contrast, there was
signi�cantly lower macrophages in�ltration in calci�ed PGH and PH groups, indicating that the
mineralization was closely connected with reduced in�ammatory response (Figure 4a).
In�ammatory responses score indicated that the PGH and PH group showed lower
in�ammation, whereas the PG group exhibited the strongest in�ammatory response
(Figure 4a). This could be attributed to the rapid degradation of PLGA and more acidic products
were released in the PG group, as con�rmed by the lower intensity of the characteristic Raman
peaks of PLGA at 872 (ν  ) in PG group (I  = 0.71) compared with that in the PH group
(I  = 0.86, Figure 3c).  However, the intensity of Raman peaks at 872 (ν  ) was as low as
0.38 in the PGH group (Figure 3c), indicating that the degradation rate of PLGA was the fastest
in PGH group. In addition, PGH group exhibited mature mineralization while PH group
exhibited immature mineralization (Figure 4a). These results demonstrated that the resolution
of in�ammation was due to mineralization process and its maturation, but not the
hydroxyapatite components within the sca�olds. The PTM not only could build a “wall” to
restrict the di�use of acidic product of PLGA, but also could “bury” them in situ. Besides, the
major organs of the sca�olds implanted rats showed no obvious pathological change (Figure
S2, Supporting Information), which also demonstrated the good biocompatibility of various
sca�olds. Thus, the in�ammatory response in vivo would be precisely regulated without
interference by failure of the major organs.

C COO 872

872
[36]
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Figure 4

Open in �gure viewer PowerPoint

Immune responses to mineralized sca�olds in vivo. a) Histological analysis of immune responses of tissue sections with

various treatments. b) In�ammatory responses under mature and immature mineralized states in the group of PGH. c) The

relationship between mineralization and macrophages/nuclei of dead cells. Blue arrows indicate in�ammatory cells. Red

arrows indicate the co-localization of mineralization with CD68 positive membrane. Red circles indicate the embedded

nuclei of dead cells. Abbreviations: P, PLGA; PH, PLGA/Hydroxyapatite; PG, PLGA/Gelatin; and PGH,

PLGA/gelatin/hydroxyapatite; S, sca�old remnants; M, mature mineralization; and i-M, immature mineralization. Scale bars

in Figure 4a are 50 µm. Scale bars in Figure 4b are 40 µm. Error bars represent standard deviation from the mean (n = 4).

Asterisks indicate statistically signi�cant di�erences (*P < 0.05, **P < 0.01, ***P < 0.001).
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In PGH group, we could also �nd immature calci�c areas and their in�ammatory response was
signi�cantly higher than mature calci�c areas (Figure 4b). There were even no macrophages
in�ltrated around the mature calci�c area in PGH group. All the calculated scores were
signi�cantly higher in mature calci�c areas compared with immature areas, especially for cell
in�ltrations score (3.67 ± 0.49). We also found that the in�ammatory scores of immature calci�c
areas in PGH group were similar to that of immature calci�c PH group. The persistent
in�ammatory of micro-mineralization or immature mineralization may due to the leaking of
calcium ions from the mineral and then recruited macrophages. Besides, cell debris may also
leak from the micro-mineralization, activate damage associated molecular patterns (DAMPs)
mediated in�ammatory response.

In Figure 4c, the results showed that immature granular mineralization was surrounded by a
layer of multinuclear cells in PGH group. Moreover, the pale brown CD68
immunohistochemistry (IHC) staining blots were colocalized with mineralization, especially at
the interfaces of cells and sca�olds as indicated by red arrows in Figure 4c. As we know, CD68
was a lysosomal/plasma membrane shuttling protein.  Thus, the colocalization of CD68 with
mineralization demonstrated that macrophage could secret membrane components and
directly promote mineralization. However, the speci�c sources of membrane components in
cells need further investigation. In addition, we also could �nd many basophilic nuclei were
buried in the mineralization as indicated by blue arrows in Figure 4c. The basophilic nuclei may
also contribute to the nucleation and growth of mineralization in PGH group similar to
mineralization observed in PG group (Figures 4c and 2b). Thus, the “self-buried” nuclei would
not activate in�ammatory responses. These results demonstrated that PTM could bury cell
debris, such as nuclei and membrane components, to diminish DAMPs associated with
in�ammation.

In addition, in�ammatory cytokines, interleukin α(ILα) and tumor necrosis factor α(TNFα), were
also detected by immunohistochemistry staining among various groups. The positive staining
of ILα could be found in all the samples of various groups (Figure 5a). Strong positive ILα
staining was only seen in non-calci�ed P and PG groups. However, there were few scattered
positive ILα staining cells in calci�ed PGH sca�olds, which was also less than in calci�ed PH
sca�olds (blue arrows, Figure 5a). Besides, there were few positive staining of TNFα among the
various groups. These results demonstrated that mineralization could resolve in�ammatory
responses and was a natural mechanism for the regulation of in�ammation in vivo.

[37]

[38]
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Figure 5

Open in �gure viewer PowerPoint

Immunohistochemistry staining of ILα and TNFα of tissue sections with various treatments. S: sca�olds remnant, blue

arrows indicate positive staining of ILα. Black scale bars were 50 µm. Rectangle scale bars were 100 µm. Abbreviations: P,

PLGA; PH, PLGA/hydroxyapatite; PG, PLGA/gelatin; and PGH, PLGA/gelatin/hydroxyapatite.

3 Conclusions
Mineralization associated diseases are worldwide problems that endangers human health and
the underlying mechanisms need further investigation. In this study,
PLGA/Gelatin/Hydroxyapatite electrospun nano�bers are rationally designed as an ideal PTM
microenvironment biomimetic system for unraveling the action of PTM on in�ammation. We
found that PTM is an innate mechanism of in�ammation subsides. PTM resolved in�ammatory
via “burying” localized in�ammatory inducible factors including cell debris, high calcium ions,
and membrane components, etc. The role of PTM in regulating in�ammation may facilitate the
development of novel therapeutics for mineralization-associated diseases by reasonable

https://onlinelibrary.wiley.com/cms/asset/a00ccbd6-e60a-40bb-aba6-f5fd1295e3f2/adhm202101586-fig-0005-m.jpg
https://onlinelibrary.wiley.com/action/downloadFigures?id=adhm202101586-fig-0005&doi=10.1002%2Fadhm.202101586
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regulating the degree of local mineralization, such as diminishing the fatal in�ammation in
atherosclerosis or high-energy extremity trauma, and turning the immunosuppressive
microenvironment in tumor.

4 Experimental Section
Preparation of Sca�olds

PLGA (P), PLGA/HA (PH), PLGA/Gel (PG), and PLGA/Gel/HA (PGH) nano�brous sca�olds were
fabricated via electrospinning method. First, various electrospun solutions were prepared.
PLGA electrospun solution was prepared by dissolving PLGA in HFIP of 10% (w/v) concentration.
For preparing PH electrospun solution, 0.06g HA and 0.7g PLGA were dispersed in 3 mL and
7 mL HFIP respectively. After stirring for 24 h respectively, the two solutions were mixed and
stirred for another 24 h. PG solution was prepared by mixing 0.7 g PLGA and 0.3g Gel in 7 mL
and 3mL HFIP respectively. Then, the two solutions were mixed together and stirred for
another 24 h. PGH electrospun solution was prepared by adding 0.06 g HA in 3 mL HFIP and
stirring for 24 h followed by adding 0.3 g gelatin. Afterwards, the mixtures were stirred for
another 24 h. Meanwhile, 0.7 g PLGA was dissolved in 7 mL HFIP and then, mixed them
together and stirred for 24 h. The various electrospun solutions were used to prepare
nano�bers at 15 kV of high voltage.

Characterization of Sca�olds

The morphology of P, PG, PH, and PGH nano�brous sca�olds was explored with SEM (SEM;
JEOL FESEM 6700F, Tokyo, Japan). The mean size of the �bers and the size distribution were
calculated by analyzing 100 �bers from SEM images of the sca�olds by ImageJ software (NIH,
Bethesda, MD, USA).

The wettability of P, PG, PH, and PGH �bers was investigated by measuring the sessile drop
water contact angle at room temperature (AST products, Billerica, MA). Besides, the swelling
ratio of the sca�olds was measured through calculating their water uptake capacity. 5
mg sca�olds (denoted as M1) were put in weighing bottles with 5 mL medium and incubated
for 24 h at 37 °C, which could simulate the swelling process in vivo. Then, the sca�olds were
placed on �lter paper to remove water on the surfaces and weighted (denoted as M2). The
equation for calculating swelling ratio was as follows.

The Implantation of Sca�olds In Vivo

Swelling ratio(%)=(𝑀1 −𝑀2)/𝑀2 × 100% (1)
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Sixteen healthy six-week-old male Wistar rats (≈200g) were used to create dorsal incision
model. The protocol was approved by Jilin University Animal Care and Use Committee (NO.
20210642). The rats were randomly divided into four groups. P, PG, PH, and PGH nano�brous
sca�olds were implanted subcutaneously in rats. The animals were anesthetized with
iso�urane and Lidocaine (60 mg kg ) and xylazine (8 mg kg ) and their backs were shaved and
disinfected with 70% ethanol and iodine scrub. Two parallel incisions were made in the
paravertebral skin and 1 cm lateral to the vertebral column which was approximately 1 cm long
(Figure S1, Supporting Information). The subcutaneous pockets were created by blunt
dissection. Both the pockets were implanted on the same sca�old. Finally, 3.0- nylon sutures
were used to close the incisions. After the surgery, all rats were received an analgesic and an
antibiotic treatment for 3 d. Animals were housed in the same environment and food and
water were provided ad libitum.

Sample Preparation and Histological Analysis

At 4 weeks postsurgery, animals were anesthetized and euthanized. The implants and tissue
surrounding each implant were harvested intact. The harvested tissues were �xed in 4%
paraformaldehyde (Fisher Scienti�c) for 48 h. The �xed samples were then dehydrated in a
graded series of ethanol. Tissue samples were incised along the major axis and embedded in
para�n. Serial sections (3–5 µm) were used for HE staining and histology analysis. The
mineralization of P, PG, PH and PGH nano�brous sca�olds was evaluated by two experienced
pathologists under optical microscope (Olympus, Tokyo, Japan).

von Kossa Assay

Von Kossa's method was used to detect the mineral accumulation in the sca�olds. In brief, the
para�n sections were dewaxed and immersed in water, then incubated in 4% silver nitrate
solution. Samples were then irradiating under UV light for 30min. After that, samples were
washed in distilled water for three times, incubated in 3% sodium thiosulfate pentahydrate
solution for 5 min. The samples were then washed in distilled water and stained in Haley's
hematoxylin for 5 min. And �nally, the samples were stained in Masson staining solution for
2min after washing in distilled water. The stained mineralized sca�olds were observed under
optical microscope (Olympus, Tokyo, Japan).

Polarized Light Microscope Observation

Was used to investigate the crystallization of mineralization in sca�olds. In brief, the para�n
sections (3–5 µm) were dewaxed and immersed in water, and examined with a polarized light
microscope (Olympus, Tokyo, Japan) after drying in air. The mineralization of the various
nano�brous sca�olds was evaluated by two experienced pathologists.

Confocal Raman Spectroscopy Analysis

-1 -1
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Sample's preparation was similar to HE staining. In brief, the para�n sections are carried by
quartz slides to avoid interference by glass. Then the samples were dewaxed before being
analyzed by confocal Raman spectroscopy (HOOKE Instruments Ltd, China). Samples were
placed on the platform of a Raman spectrometer (HOOKE P300, HOOKE Instruments Ltd, China)
for detection and spectral acquisition. The laser wavelength of Raman detection is 532 nm. The
single spectrum acquisition condition is 5 mw for 3 s. 20 spectra were collected for each
sample. The initial Raman spectra of all samples (7 * 4 = 28) were processed in batch using the
software developed by Hooke (Hooke IntP), including: 1) developing the cosmic ray removal
(CRR) algorithm to remove cosmic rays, and discriminating cosmic rays according to the
formula: (test value-minimum) > (maximum credible value-Minimum) * Dynamic Factor; 2)
Savitzky Golay convolution smoothing is used to smooth the Raman spectrum; 3) The
background of Raman spectrum is removed by using airPLS algorithm; 4) Raman spectra were
normalized according to the maximum peak. The Raman spectra were used to make the mean-
variance diagram after pretreatment.

Histological Analysis of In�ammation Surrounding the Sca�olds

The preparation of histological samples was the same as described above. Tissue samples of
various sca�olds were incised along the major axis and embedded in para�n. Serial sections
(3–5 µm) were used for hematoxylin and eosin (H&E) and immunohistochemistry staining.
Olympus microscope BX51 and digital camera DP70 (Olympus, Tokyo, Japan) was used to
photograph. Histological evaluation on all sections was performed by two independent
examiners.

HE Staining and In�ammation Level Identifying

Images of the in�ltrated cells surrounding mineralized and nonmineralized sites of P, PG, PH
and PGH sca�old were captured using Olympus microscope BX51 and digital camera DP70. For
analyzing HE stained sections, a re�ned in�ammatory histological grading scale was used in this
experiment (Table S1, Supporting Information).  Histological scoring for capsule quality: 4,
�brous, not dense, resembling connective or fat tissue; 3, �brous, but immature, showing
�broblasts and little collagen; 2, granulous and dense, containing both �broblasts and many
in�ammatory cells; 1, mass in�ammatory cells with little or no signs of connective tissue
organization; 0, cannot be evaluated because of infection or other factors. Histological scoring
for capsule thickness: 4, 1−4 �broblasts; 3, 5−9 �broblasts; 2, 10−30 �broblasts; 1,
>30 �broblasts; 0, not applicable. Histological scoring for cell in�ltration: 4, only �broblasts
contact the surface; 3, scattered macrophages and leucocytes are present; 2, one layer of
macrophages and leucocytes are present; 1, multiple layers of macrophages and leucocytes
present; 0, cannot be evaluated. In�ltrated cells of four representative 20 × �elds at the
mineralized and non-mineralized sites of PH and PGH sca�old were evaluated per sample.
Besides, four representative sites of P and PG group were also evaluated per sample as control.

[39]
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Immunohistochemistry

Immunohistochemistry staining was performed as follows. Brie�y, slides were dewaxed by
incubation in a series of xylene, ethyl alcohol, and water. Then the slides were immersed in
citric acid solution and heated to 95 °C for 15 min for antigen retrieval by microwave. After
blocking endogenous peroxidase with 3% H O , the �rst antibody (IL-1α, TNFα, and CD68) were
incubated over night at 4 °C. After rinsing with PBS for three times, the anti-rabbit/mouse HRP-
labeled polymer was applied and incubated at 37 °C for 30 min. Staining was performed using
diaminobenzidine tetrachloride (DAB) (Zymed Laboratories, San Francisco, CA, USA) by reacting
with HRP of secondary antibody.

Statistical Analysis

All data were expressed as mean ± standard deviation (SD) and performed in at least 3
specimens. Statistical analysis was carried out using Student's t-test and one-way analysis of
variance (ANOVA). A P value < 0.05 was considered statistically signi�cant. The mean size of the
�bers and the size distribution were calculated by analyzing 100 �bers from SEM images of the
sca�olds by using ImageJ software (NIH, Bethesda, MD, USA). The initial Raman spectra were
processed using the software developed by Hooke (Hooke IntP).
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